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LASER DAMAGE STUDY OF THIN FILMS 

1.0  Introduction 

Damage to optical surfaces and materials is often experi- 

enced in high intensity laser beams.  The threshold values 

p above which this damage occurs are of interest for both 

* optical engineering and theoretical purposes.  Inf "mation 

f* on thresholds in the literature appears very meager  Cullom 

I and \»ayna.nt give values for internal damage in different 

glasses ranging from 0.2 x 10^° to 71 x  1010 watts/cm2 for 

a pulse duration of 70 nsec,  Atwood et al y report coated 

optical surfaces being damaged by 65 nsec.pulses with 

I energy density thresholds in the range from 5 to 50 joules/ 
2 

cm for different interference film coatings and coating 

materials. 

Further work on damage thresholds for vicuum evaporated 

interference film coatings is important in view of their 

general use in high intensity laser instrumentation as anti- 

reflection films, beam dividers and so on.  In the present 

woik energy density thresholds were determined for single 

quarterwave and halfwave films vacuum evaporated on glass 

and quartz substrates.  Using a 6 microsec. ruby laser 

pulse films of the following dielectric materials were 

s-udied:  ThF4, MgF2, A1203, 5NaF.3AlF3, Si02, Zr02, Ti02, 

Ce09 and ZnS,  Aluminum and Inconel filmj were also 

included.  The latter were found to have thresholds around 
2 

.05 joules/cm , whereas thresholds for the dielectrics 
2 

covered the range from 50 down to 0.5 joules/cm , roughly 

in the sequence of the preceding listing. 

1.1 Experimental Technique 

The experimental technique for determing the damage tires- 

hold of a coated surface stems from the observation that 

|, the damage spots caused by a laser beam focused accurately 



on the surface decrease in size with decreasing laser 

output  A plot of the radii of the spots against the 

energy incident is a smooth curve which can be extra- 

polated to zero radius to give the threshold value. The 

decrease iu spot damage radius as threshold is approached 

is due to the shape of the energy density profile of the 

laser beam.  It is peaked on-axis, about which it is 

roughly rotattonally symmetrical, and falls of sharply 

with angle of divergence.  The relative slope of the 

profile is maintained constant by holding the operating 

conditions for the laser constant.  The total energy of 

a pulse incident on the sample is varied by use of density 

filters.  At the rim of a damage spot the energy density 

is assumed to havj the threshold value.  Therefore, as 

the total energy focused on the surface is decreased with 

filters, the threshold value is found at intersections 

with the profile having smaller radii.  Knowing the total 

energy under the curve from a monitoring Calorimeter the 

experimental euergy density profile can be analyzed to 

give the on-axis or peak energy density.  This is the 

threshold for a damage spot of radius zero, as found by 

extrapolation from the sequence of radii. 

This technique has the advantage of an averaging effect, 

making threshold determinations more objective and less 

dependent, we believe, on the subjective factors entailed 

in visual examinations of a surface for the last trace of 

damage.  This is especially important in work with ruby 

laser beams which are characterized by inhomogeneities 

and sporadic filamentary energy spikes. 
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2) MH-1 

3) MI-2 

4) 585 

5) C-27 

2.0 Test Equipment 

2.1 List of Equipment 

ihe  major pieces of equipment used in this study were 

as follows: 

Lear-Siegler ruby laser installation 

Lear-Siegler Q-c>witch 

Lear-Siegl^r laser energy monitor 

Tektronix oscilloscope 

Tektronix ultra-high rate osci lloscope 

camera 

2.2 Description of Laser and Output 

The Lear-Siegler ruby laser installation utilizes a 

3" long by i" diameter rubv rod with a TIR end.  The ruby 

is pumped by a helical flash lamp whicii is concentric with 

a cylindrical reflector.  The ruby, flash tube and reflec- 

tor have a common axis.  The laser cavity is formed by the 

TIR end on the ruby and the dielectric mirror of the rotat- 

ing Q-switch when the mirror moves into optical alignment. 

The Q-switch rotates at 3600 RPM.  A schematic of the set- 

up is shown in Fig. 1.  This arrangement produces a laser 

burst which consists of a series of spikes with a total 

duration of approximately 6 microseconds.  Figure 2 shows 

a typical burst.  Usually, a high initial spike (100 to 

200 KW peak) is followed by a train of spikes much lower in 

intensity.  The total energy of a burst is nominally 0.1 

joule.  The interval between bursts is several minutes, and 

the capacitor bank is charged to 2500 joules. 

2.3 Sample Testing Arrangement and Procedure 

The unfocused laser beam is not of sufficient, intensity to 

damage the dielectric coatings studied.  To increase the 

intensity sufficiently, a simple lens of 40mm focal length 

is used.  The radii of curvature of the two surfaces of 

■inr* 



this lens are in the ratio of about 8:1 to minimize 

spherical aberration.  Its surfaces are anti-reflection 

coated.  The surface of a sample to be rested is placed 

at the focus of this lens by auto collimation and kept 

in focus by focusing the microscope on the surface.  The 

microscope is sensitive to axiil motion of about 0,2 mm, 

so when the sample is moved laterally, an axial error in 

the sample position can be corrected by moving the sample 

back into focus in the microscope.  The sample holder 

provides independent lateral and axial adjustments. 

When testing a sample, it is normally placed at the focus 

with the coated side toward the laser'  A different posi- 

tion of the sample is irradiated for each laser burst. 

Density filters are inserted in the beam ahead of the lens 

to control the total amount of energy falling on the sample 

The filters are used to reduce the intensity of the beam 

so that the firing conditions of tne laser can be held as 

constant as possible.  This procedure allows a series of 

damage spots to be obtained which provide data for plotting 

damage spot curves such as those in Figs. 8 through 40. 

It is to be noted that power and energy could not be varied 

independently. The total energy incident on the sample was 

monitored for each burst. 

-4- 



3.0 Thermal Diffusivity 

Thermal calculations indicate that the energy *.n the 

laser pulse is more than sufficient to vaporize all 

the film material within the observed damage spots. 

This is true of any film tested.  The validity of the 

assumntxon that the threshold energy density for damage 

occurs at the periphery of the observed damage spot 

depends on the velocity of the thermal wave spreading 

outward from the damage spot. 

The rate of energy input to the film is so high that a 

cloud of vapor at high temperature and pressure is 

formed by the leading edge of the laser pulse.  This 

vapor cloud above the damage area may act as a specular 
3) reflector  .  During most of the laser pulse the energy 

is being reflected by this vapor cloud.  The film at 

the periphery of the damage are-, is raised to the vapori- 

zation temperature of this material at the very beginning 

of the pulse. 

In the c^se of inconel and aluminum films the heat con- 

duction radially outward in the film is the principal 

means by which the heat is carried away from the periphery 
4) 

of the damaged area.  According to Jakob 

H        r T = i—p—   e   ^y^t 

«.'here 

temperature rise at a distance j" away from a 

point scarce  of heat. 

L - film thickness 

t « time 

H - heat input 

^ = W/fC? 
k« thermal conductivity 
p~ density 

CP~ heat capacity 



The maximum temperature at a given radius is obtained 

by maximizing T as a function of time at that radius. 

This yields 

The radial velocity of propagation of the temperature 

maximum Tw**  is 

At the outset the periphery of the damage spot is at T>.«oc 

equal to the vaporization temperature of the materjil. 

This can be taken as the initial condition and the out- 

ward propagation can be determined. 

Table 1  gives the cgs, bulk constant values of k, c 
5) and/>   for various film materials and the derived values 

of ^ . 

TABLE  1 

ex 

Inconel 0,02 0.15 8.5 0.016 

Aluminum 0.5 0.3 2.7 0.6 

A1203 0.08 0.2 4.0 0.1 

Si02 0.015 0.2 2.65 0.03 

Ti02 0.017 0.16 4.0 0.03 

Zr203 0.004 0.11 5.7 0.006 

r 
i 

i 
tCL,«    >   -    rX and f 

T^c (r)       -^  T 

I 
I 
I 
I 
I 
I 
I 
I 
! 

I 
-    I 

I 
The measured transmittances of the inconel and aluminum 

films were 0.07 and 0.30 respectively.  Calculated thick- | 

nesses are 0.043 microns for inconel and 0.006 microns 

for aluminum.  The velocities for the thermal wave ob- | 

tained using the above formula were 0.13 microns per 

I 

I -6- 



microsecond for aluminum assuming a typical 100 microns 

damage spot radius.  The inverse square dropoff of 

maximum temperature with radius implies that points close 

to the damage spot are subjected to i_latively small tem- 

perature increase after the laser pulse. 

The radial velocity of the thermal wave at 50 micron 

radii in various dielectric materials ranges from 0.8 

microns per microsecond in aluminum to 0.05 microns per 

microsecond in zirconium dioxide,  The velocity of t.ne 

thermal wave in the substrate was calculated in a similar 

fashion and found comparable to the dielectric film 

velocities.  During a pulse of several microseconds dura- 

tions thermal spreading is negligible. 

Thermal radiation from a black body disc the size of a 

typical damage spot (100 micron diameter) amounts to 

only 0.C7 microjoules per microsecond at 3000oK.  Thus, 

it appears that for pulses up to several microseconds 

duration, the heat loss from the damage area during the 

pulse is negligible. On the other hand, a laser without 

a Q-switch usually produces pulses of several milli- 

second duration.  A Q-switched laser is needed for the£3 

measurements; but, a pulse duration as short as a few 

microseconds is sufficient. 

-7- 



4.0 Preparation and Properties of Evaporated Film Samples 

4.1 Sample Preparation 

The samples specially prepared for this study were made 

using glass and fused quartz substrates.  These samples 

ere single layer coatings with nominal optical thicknesses 

of f'/A  and  v2 at 6943Ä.  Both electron beam evaporation 

and resistance heating were used.  The details of prepara- 

tion of the samples are given in Tables 2 and 3.  Some 

samples were prepared using an oxygen bloed during evapora- 

tion.  Oxygen pressure and substrate temperature are indi- 

cated in the tables. 

-8- 
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4.2 Film Absorption 

The amount of energy absorbed in a halfwave film compared 

with that absorbed in a quarterwave film is of interest. 

Because o*  multiple reflections this ratio is by no means 

2 for films with identical absorption coefficient's, despite 

the 2:1 ratio of physical thicknesses.  Let there be a 

film of index n, and thickness h, between a substrate of 

inde?: n0 and a medium of incidence of index n. The Fresnel 

amplitude reflectance at the first film interface will be Y\ 

and at the second fQ.     The absorption in the film is as- 

sumed weak with the intensity decreasing by the fraction 

a ■ expC-oc!-) ) upon package through a distance h, in the 

material of the film.  The absorptance in the film is given 

by A - i-R-T where R and T ara the measured reflectance and 

transmittance. For a halfwave film: 

Auw=    AZ/o+n r^V 

and for a quarterwave film: 

where 

The absorptance ratio /^ . .  is then 

A«,= ^-/A,.=   fä r0cL 
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This is identical with the ratio of the (measured) trans- 

mittance of a halfwave to a quarterwave film, since: 

low 

In the limiting case of no absorption, a = 1, this trans- 

mittance ratio can be evaluated in terms of the refractive 

indices: 

When the film absorption is very weak this expression 

gives the ratio of the energy absorbed in a halfwave film 

to that  absorbed in a  film one half as thick. 

Example I. Anti-reflection film with 'VJ0 > 01. > "H. 

Letoi = 1.0 

H* - 1.52 

01, « 0.38 

/W - 0.98 

There is less absorption in the halfwave film despite 

its thickness being double that of the quarterwave film. 

Ixample 2 Beam divider coating with sy)0  <^^i ^>'>'}. 

Let "n » 1.0 

0%" 1.52 

01,= 2.4 

A^° 1.45 

The halfwave film absorbs only 45% more than the quarter- 

wave film despite its double thickness. 

-12- 
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Threshold measurements are probably not yet refined suf- 

ficiently to reflect these results accurately.  Super- 

ficially they would indicate that the thresholds of halfwave 

films should be higher than of quarterwave films of identical 

materials, because there is less average absorption per unit 

volume of material in the former.  This conclusion may how- 

ever need to be modified after an analysis of the distribution 

of absorption within a film.  It is non-uniform because uf the 

standing wave component of the electric field. 

4.3 Absorption Requirements for Thermal Damage 

That portion of field damage which is due to thermal causes 

must depend on the coupling between the radiation and the 

film material via the absorption coefficient o< ,  where 

a = expC-^f), ) as in the preceding section.  By the Lambert- 

Beer law, the decrease in radiation power (intensity) W 

after traversing a distance dz is 

rfW = .- <* cA . 
W 

The energy transferred to the film material in the path dz 

is dE E»-rtdW whare ^ is the pulse duration.  To ablate 

this amount of material the energy dE must at least equal 

dEv , the energy required for vaporization: 

where   p  = density 

M ~ gram molecular weight 

A    ra cross sectional area of laser beam 

AH - heat of vaporization per gram molecular weight 

Equating dE = dEv we find 

where J is the total energy of the laser pulse. 

-13- 



This equation relates the material and thermodynamic 

constants of the film to the minimum absorption for 

vaporization.  It is necessary but not a sufficient 

condition. The energy level to produce the required 

temperature rise must also be taken into account.  This 

will not be done here lince only the thermal energy 

balance and its demand on the absorption in the film is 

considered. 

The heats of vaporization of ZnS and ZrO« are 63 k cal/ 

mole and 165 k cal/mole respectively.  Assuming an 
2 

energy density of 10.0 joules/cm , which lies within the 

experimentally determined threshold range of values, it 

is found that a « .999 for a quarterwave ZnS film and 

a " .997 for a quarterwave Zr02 film.  Film absorptances 

of only a few tenths percent thus need be involved in a 

thermal energy damage process. The determination of such 

minute trances of absorption would require precision 

spectrophotometry of the films of a very advanced nature 

and many "perfectly transparent" films could in reality 

be absorbing to this extent. 

4.4 Spectrophotometric Transmittance Curves 

The measured spectrophotometric transmittance curves of 

several of the film samples are given in Figs. 3 through 5. 

An absorption-free halfwave film on a substrate will have 

a transmittance equal to that of the uncoated substrate 

A lower transmittance indicates absorption (when dealing 

with homogeneous films) and the film absorption is approxi- 

mately equal to the difference in transmittance.  Thus the 

halfwave Ti02 shown in Fig. 3 has an absorptance of about 

2% at 6943A . 

The onset of strong ultraviolet absorption in the films 

is of interest because an apparent correlation was found 

between it and the laser damage thresholds, the more laser 

-14- 
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resistant films having their cutoff wavelengths farther 

in the ultraviolet.  The approximate wavelength positions 

for the beginning of this absorption are, from Figs. 4 

and 5: 

ZnS 3500A 

Ce02 3400A 

Ti02 3300A 

Zr02 2300A 

Si02 2100A 

A1203 2000A 

MgF2 1200A 

-15- 



5,0 Beam Profile and Energy Density 

Energy density incident at a point on the film is the 

basic quantity computed.  The total energy in each laser 

pulse was measured by using a Lear Siegler MI-2 Laser 

Energy Monitor,  The amount of this energy reaching the 

film was estimated by subtracting the reflections from the 

two surfaces of the focusing lenc and applying the known 

optical densities of the filters. 

The distribution of energy within the 'ransverse section 

of the laser pulse is extremely complex as can be seen in 

Fig. 7,  The major features of this beam profile are pre- 

served from pulse to pulse.  The following method was 

designed to obtain the iso-energy density contours within 

the beam profile and to provide the ratio of peak energy 

density to total pulse energy. 

The method is based on the assumption that the damage 

observed at a point on the periphery of a damaged area is 

due only to the laser beam energy impinging on that point. 

The threshold energy density for damage occurs at all 

points on the periphery of the dairnge area on the film. 

To assure repeatability of the beam profile from pulse to 

pulse, the operating conditions of the laser were the 

came for each pulse. The pulse energy at the film was 

varied by inserting neutral density filters in the laser 

beam after the energy monitor, but before the focusing 

lens,  A series of damage spots similar to those s..own in 

Fig. 7 were obtained using inconel and aluminum films. 

The actual energy density which would have been present at 

the periphery of the damage spot without the filter was 

obtained by dividing the threshold energy density by thu 

transmittance of the filter used.  In this way a series 

of iso-energy density beam profile contours was obtained. 

The energy density levels associated with th^se contours 

were in terms of threshold energy density. 

-16- 



A graphical integration of the energy density over the 

*n sverse beam cross section approximates the total 

pul  energy.  This integration was accomplirhed by 

multiplying each incremental area between successive 

energy density contours by the arithmetic mean of the two 

energy densities associated with the two bounding contours. 

These products of incremental areas and average energy 

densities were then summed over the entire beam transverse 

section.  Ihis sum was then equated to the total pulse 

energy. 

The limiting energy density contour for the graphical inte- 

gration WüS the periphery of the damage spot obtained when 

no filter was used.  The size of this damage spot was 

approximately the same as that obtained using blackened 

film as the target.  The assumption used is that all the 

pulse energy is contained within this limiting energy 

density contour. 

The pulse energy varied slightly from shot to shot; so, for 

this integration, the energies were normaliz" " to 0.1 joules. 

The integration resulted in a ratio between the threshold 

energy density and the total pulse energy.  The energy density 

associated with the highest iso-energy contour was assumed to 

be the peak energy density.  It is expressed in terms of a 

constant times the threshold energy density.  To obtain the 

ratio of peak energy density to total pulse energy, it was 

only necessary to multiply the ratio of threshold energy 

to total pulse energy by this factor. 

The following quantities were used in the actual calculations: 

E • energy density at the film 

J ■ energy at the film 
J^ = standard energy 

tt- threshold energy density 

Ep" perk energy density 

ci.Al  - incremental area uotween contours (i) and (i+1) 

K - r /Et 
-17- 



The average normalized energy density in ^ Ai is 

The energy in AAi is 

^[M-^fl^ 
and the total energy incident on the sample is 

6-1 

The ratio of peak energy density to total energy is 

If-- ük 
Js      J^ 

K 

|t[^r*^^ 
c«i 

The calculated valuo is 

yo r  joules/cW 

and the ratio 

K - 1440 
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TABLE 4 

Beam Profile Data 

(obtained from aluminum film sample 1-26-66, #1) 

1* 

I 
I 
! 

I 

I 
I 
\ 

I 
I 
\ 

I 

Spot 
i 

Area 

(cm2) 

AAi 

(cm2) 
Js LP4   +     VI 

No. JiTi x AAc 

28-28 1 9'  OxlO"4 39.2xl0"4 0,935 1.21 47.4x10  "4 

28-32 2 54.8 19.2 1.49 2.18 41.9 

28-36 3 35.6 13.5 2.87 5.77 78.0 

28-38 4 12.1 2.1 8.65 12.5 26.3 

28-44 5 10.0 1.2 16.5 19.1 22.9 

31-28 6 8.8 1.4 21.7 25.1 35.1 

31-30 7 7.4 1.5 28.5 38.3 57.4 

31-35 8 5.9 1.9 48.2 75.1 143.0 

31-37 9 3.7 1.2 102 137 164.5 

31-42 10 2.8 1.5 173 227 340.0 

34-29 11 1.30 0.45 282 338 152.0 

34-31 12 0.85 0.54 395 627 337.5 

34-39 13 0.312 0.234 860 1010 236.0 

34-45 14 0.078 0.052 1160 1300 67.V 

34-46 15 1.028 0.026 1440 1440 36.9 
no 

damage 16 0.000   1440     

f' -4    2 
=1786.6 x  10    cm V 

L*l 
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6.0 Experjitientax Determinations of Damage Thresholds E. 

6.1 Damage Spot Curves 

The experimental damage spot curves for all films tested 

are shown in Figs. 8-40,  The spot radii are plotted as 

ordlnates against peak energy densities as abscissae.  The 

best curve was drawn through the experiuental points and 

extrapolated to zero radius to give the threshold value E,. 

Summaries of the values thus obtained are contained in 

Fig. 41 for the quarterwave films, and in Fig, 42 for the 
2 

halfwave films.  Thresholds range from 2 jcules/cm for 
2 

Zns to 50 joules/cm for ThF4. 

6.2 Qualitative Description of Low Threshold Damage Spots 

The most thoroughly investigatei material was TiO«.  One 

quarter and one half wave samples on both glass and fused 

silica substrates were tested,  TiO« films have a relatively 

low threshold, and typify the damage which occurs to films 

classified as low threshold in this report. 

The most salient feature of low threshold filmf is that 

damage seems purely thermal. The heating effects cause 

melting and vaporization.  Examination of damage under 

high magnification reveals much evidence which points to 

this, for example: 1) debris scattered around high energy 

shots is often found in the form of beads oriented in a 

radial direction, 2) the pattern of the beam spot is always 

"burned" into the nubstrate in the center of a damage spot 

where all the film material has been removed, 3) removal 

of absorption in TiO« films by baking in air causes a 

pronounced corresponding increase in damage thresholds. 

The damage (at incident energy levels near threshold) which 

occurs on low threshold films is in general simpler to 

describe than that on high threshold films.  With the former 

it consists of an irregularly shaped spot with a fairly 

-20- 
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definite boundary.  The film is rsmoved from the suottrate 

in the central area and the surface of the substrate is 

disfigured.  This disfigured surface reveals the complex 

cross sectional pattern of the beam spot. 

The description of damage at the periphery of the spot 

varies somewhat between samples of the same or different 

materials.  This is especially true of TiO« when compar- 

ing samples which have been baked in air for five hours 

at 4250C to unbaked samples.  Figs. 43 and 44 illustrate 

this difference.  At the periphery of spots on unbaked 

samples, there is a relatively narrow region where the film 

has been removed without damage to the substrate.  This is 

most pronounced in high energy shots.  The edges of damage 

spots on baked samples do not contain this region,whether 

or not me~«!urable absorption was initially present before 

baking. 

Ti02 films initially with a measurable amount of absorption 

at the ruby wavelength demonstrated a dependence of thres- 

hold on baking.  Absorbing films showed less absorption at 

the x'uhy wavelength (6943A after baking and also a cor- 

responding increase in threshold.  This suggests that if 

there is a two photon process involved in film damage, for 

low threshold films it is outweighed by absorption at 

6943A.  Half the ruby wavelength is at a point in the 

ultraviolet cutoff region of TiO«, where there is a con- 

siderable amount of absorption.  On a percentage basis, 

the absorption of a TiO« film hardly changes at half the 

ruby wavelength, but changes a great deal (several hundred 

per cent in some cases) at the ruby wavelength. 

Film materials categorized as low threshold in this study 

are Ti02J Zr02, CeO«, ZnS, aluminum and inconel. The 

thresholds of aluminum and inconel.  The thresholds of 

aluminum and inconel films are an order of magnitude lower 

than those of low threshold dielectrics; they also are 

absorbing to a relatively great extent. 

-21- 



Damage to films of ZrOp and Ce02 appears to be identical 

to damage to TiOg films except for thieshold. 

The appearance of damage in ZnS films varies somewhat from 

that in Ti02 films.  ZnS films have a lower threshold and 

appear to have poorer adherence than the other low thres- 

hold films. Poorer adherence properties are evidenced by 

flaking at the periphery of damage spots and by the fact 

that large irregularly shaped damage spots are produced 

by high energy shots.  (See Fig. 47), 

6.?    Qualitative Description of High Threshold Damage Spots 

Film materials classified as high threshold in th„s report 

are: ThF4, MgF2, A1203, Chiolite and Si02.  The type of 

damage produced on high threshold films varies somewhat 

and is more inconsistent than that of low threshold films. 

The most typical type of damage to high threshold films 

occurs in damage spots where much of the film is removed 

from the substrate without damaging it.  Apparently more 

than simple thermal damage is involved here because damage 

spots show evidence of film having been torn off without 

first melting and vaporizing.  This may explain the steeper 

slope of most high threshold damage curves, since film 

material can be torn away to greater radii than vaporiza- 

tion would occur.  Fig. 49 shows a typical example of this 

type of damage.  Fig. 50 shows removal of a relatively thick 

film with little damage to the substrate.  Cracking and 

lifting of the film at the edge of the damage spot is 

evident.  The size of a damage spot is less predictable on a 

high threshold film than on a low threshold film. 

The process by which damage occurs may be partly acoustical. 

That an acoustic process does enter the picture is supported 

by tbe fact that chipping often occurs at the rear of the 

substrate.  Chipping is relatively rare on substrates of low 

threshold coatings, 

-22- 
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6.4 Correlation of Ultraviolet Cutoff with Threshold 

An interestir  observation is that the position of the 

ultraviolet cutoff of the dielectric film materials tested, 

cf Section 4.6, correlates in general with their maximum 

thresholds.  It is true that the closer the ultraviolet 

cutoff is to the visible region, the more residual absorp- 

tion there is for that material in the visible region.  It 

is true also that only a slight amount of absorption is 

needed (by calculation and by extrapolation of data from 

inconel and aluminum damage) to produce vaporization. 

Therefore it would not be surprising that damage threshold 

correlates with the ultraviolet cutoff if no other factors 

affect absorption.  It may be possible to ascribe the 

erratic behavior of the high threshold films to slight 

amounts of absorption (undetectable by conventional spectro- 

photometric measurements) due to extraneous causes (e.g. 

contamination on the substrate underi?ea+h the coating). 

Some samples do show damage which suggests this,  (See 

Figs. 48 and 51.) 
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7.0 Conclusions 

A,  Using a 6 microsecond pulse th3 damage thresholds 

of quarterwave films on glass and quartz to ruby 

laser radiation were found to be: 

ZnS 3 
2 

joules/ m 

CeOg 10 joules/cin ' 

Ti02 

ZrO z 

11 

12 

P 
joules/cm 

joules/cm 

Si02 20 
p 

joules/cm 

5NaF.3AlF3 20 joules/cm 

A1203 25 
2 

joules/cm 

MgF2 40 joules/cm 

ThF,, 
4 45 

2 
joules/cm 

For comparison, the damge thresholds for semitransparent 

films of Aluminum and Inconel were approximately 0.05 
i  / 2 joules/cm , 

B. The quoted threshold values may not be intrinsic to 

the material of the films, but rather be characteristic 

of the film-substrate combination, including any special 

characteristics oi the substrate surface such as could 

be due to polishing, cleaning and vacuum coatirg pre- 

paration. 

C. Halfwave films of the same materials tended to have 

slightly lower thresholds. 

D. The damage threshold sequence parallels to some extent 

the sequence of ultraviolet cutoff wavelengths of the 

materials, the highest thresholds being obtained in 

films with the shortest wavelengths of their ultra- 

violet absorption edges. 

C.  Absorptances of a few tenths percent would account for 

sufficient energy absorption from the laser beam to 

produce damage by thermal vaporization. 
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FILM  MATERIAL!   TiOa 

SAMPLE: !2-2 2-65, #2o 

THICKNESS: VZ rjt o943A 
INCIDENT  ENERGY:    .MJoules 

SCALE: 

I00p/cm 

SCALE: 

50JJ /cm 

FILM MATERIALS! Qg 
SAMPLE:  !2-2 2— 65, # 2  (not baked) 
THICKNESS:     X/2   at  6943 A 
INCIDENT  ENERGY!    .012 joules 

FIGURE 4 3 
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SCALE: 

lOOju/cm 

FILM   MATERIAL!    7102 
SAMPLE: 12-22-65. *   2A(baked) 
THICKNESS:     X/2   at 6943 A 
INCIDENT ENERGY:  .15 joules 

SCALE: 

50/1/cm 

FILM MATERIAL:      Ti 02 

SAMPLE:   12-2 2-65, #2A(boked) 
THICKNESS."    X/2ot6943A 
INCIDENT ENERGY." .015 Joules 

FIGURE 44 



SCALE: 

50 jLj/cm 

FILM   MATERIAL!    ZrOz 
SAMPLE:     6-IO~65f#l 
THICKNESS:     X/4    at 6943 A 
INCIDENT  ENERGY!   .10 Joules 

SCALE: 

50 p / cm 

FILM MATERIAL'.       ZrOz 
SAMPLE :   6-IO-65t#   I 

THICKNESS,:      V4    at   6943 A 
INCIDENT   ENERGY:  .025 Joules 

FIGURE   45 



I 
rf 

"I 
[ 
I 
I 
I 
i 
! 

I 
I 
I 
I 
I 
! 

S 
I 

SCALE: 

50iu/cm 

FILM   MATERIAL!       C eOj 
SAMPLE:   6-11-65, # I 
FILM THICKNESS!     X/4   at  6943Ä 
INCIDFNT    FNFRRY: UjOUleS 

SCALE: 

5 0 /ii/cm 

FILM   MATERIAL".   CeOg 

SAMPLE".    6- II- 65, # I 
THICKN ESS:    X/4    at  6943 A 
INCIDENT  EN ERGY :   .032joule8 

FIGURE   46 



SCALE: 

260/j/cm 

FILM    MATERIAL!      ZnS 
SAMPLE :     2-10-66, # 62 

V4     at    6943  A 
. 085 joules 

THICKNESS: 
INCIDENT ENERGY: 

SCALE: 

SOJJ /cm 

FILM   MATERIAL'.      ZnS 

SAMPLE:     2-IO-66,#62 
THICKNESS'.      X/4    at   6943 A 
INCIDENT    ENERGY :    .011 Joule» 

FIGURE   47 



FILM    MATERIAL:     Th F4 

SAMPLE :     6-11-65.   *   3A 
THICKNESS!     X/4    at   6943 A 
INCIDENT   ENERGY:      .12 joules 

SCALE: 

IOOAJ/cm 

i 

i 

I 
I 

; ILM MATERIAL;    TH^ 

SAMPLE   :   6-11- 65, # 3A 
o 

THICKNESS:      X/4     at   6943 A 

INCIDENT ENERGY!      .   053 joules 

FIGURE    4 8 

SCALE*. 

50/j/cm 



SCALE: 

lOO^i/cm 

FILM   MATERIAL: Al203 

SAMPLE :    2-21-66.   #34 
THICKNESS:       X/2   at   6943 A 
INCIDENT    ENERGY:    .082 joules 

SCALE: 

50 Ai/cm 

FILM MATERIAL :     AI2 O3 
SAMPLE:   2-21-66,  #34 
THICKNESS:     X/2 at 694 3 A 
INCIDENT ENERGY!    . 035joule« 

FIGURE   49 

USE- 
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FILM MATERIAL:   CHIOLITE 

SAMPLE!    10-18-65, *IC 

THICKNESS!       V4 at 2U 

INCIDENT   ENERGY :    . I ? joules 

FILM   MATERIAL I    CHIOLITE 
SAMPLE!   10-18-65,  #  IC 
THICKNESS:     -V4 ot 2u 
INCIDENT   ENERGY:   . 089 joul«« 

FIGURE   50 

SCALE: 

IOOAi/cm 

SCALE: 

50 f}/cm 



FILM MATERIAL : MgF2 

SAMPLE!    2-17-66, #52 
THICKNESS:       X/2  at   6943 A 
INCIDENT   ENERGY :    . 054 Joultt 

I00ju/cm 

FILM   MATERIAL SiO 

SAMPLE 2- 21- 66,  #23 
THICKNESS :     X/2   at   6943 A 
INCIDENT   ENERGY !     .046joul6t 

FIGURE    51 

SCALE: 

50 JU / cm 


